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November 2, 2006

Attention: Mr. Cameron Bowie
General Manager
Skyline Building Systems
4500 – 8th Street N.E.
Calgary, Alberta
T2E 4J7

RE: Evaluation of Reinforced PVC Membrane “DecTec Select”
to ASTM D4434 in reference to Bodycote Report No. 05-06-M0099O to R

Mr. Cameron Bowie,

Bodycote Materials Testing Canada Inc. was retained to evaluate a sample of a PVC roofing membrane,
identified as DecTec Select PVC membrane, internally reinforced with an embedded fabric in
accordance with ASTM D4434 “Standard Specification for Poly (Vinyl Chloride) Sheet Roofing”.

The material passed the requirements outlined in ASTM D4434 with the classification of a Type III
membrane.
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This report refers only to the particular samples, units, material, instrument, or other subject used and referred to in it, and is limited by
the tests and/or analyses performed.  Similar articles may not be of like quality.

Please note that unless otherwise notified by the client, the sample(s) will be disposed of 30 days following issue of the final report.  The
client is responsible for any costs associated with returning the sample.


